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Illinois Department of Transportation 

Bureau of Materials and Physical Research 
APPROVED LIST OF CERTIFIED SOURCES FOR PERFORMANCE GRADED ASPHALT BINDER 

September 15, 2006 
This list supersedes the July 21, 2006 list. 

Standard Specifications for Road and Bridge Construction, Section 1009 (Adopted January 1, 2002) 
Current Policy Memorandum, “Performance Graded Asphalt Binder Acceptance Procedure” 

 

*Polymer Modified 

Source Location Source No. Qualified Products 
BP Whiting, IN 5627-02 PG 64-22 

PG 58-22 
PG 52-28 
PG 46-28 

 
BP Milwaukee, WI 5627-04 PG 64-22 

PG 58-22 
 

BP South Bend, IN 5627-11 SBS PG 70-22* 
SBS PG 64-28* 

 
BP Bartlett, IL 5627-13 PG 64-22 

PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 

 
BP Lemont, IL 5627-14 PG 64-22 

 
Citgo Asphalt Refining St. Louis, MO 5814-01 PG 70-22 

PG 64-22 
 

ConocoPhillips Company Wood River, IL 6019-01 PG 64-22 
PG 58-22 
PG 52-28 
PG 46-28 

 
ConocoPhillips Company Channahon, IL 6019-02 PG 64-22 

PG 58-22 
 

ConocoPhillips Company St. Louis, MO 6019-04 PG 64-22 
 

ConocoPhillips Company Forest View, IL 6019-05 SBS PG 76-22* 
SBS PG 70-22* 

PG 64-22 
PG 58-22 

 
ConocoPhillips Company Granite City, IL 6019-06 SBS PG 76-22* 

SBS PG 70-22* 
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Emulsicoat, Inc. Urbana, IL 2260-01 SBS PG 76-28* 

SBS PG 70-22* 
SBS PG 70-28* 
SBS PG 64-28* 

PG 64-22 
PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 

 
ExxonMobil Corporation Joliet, IL 5743-01 PG 64-22 

 
ExxonMobil Corporation St. Louis, MO 5743-03 PG 64-22 

PG 58-22 
 

Flint Hills Resources, LP Dubuque, IA 6220-01 PG 64-22 
PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 

 
Flint Hills Resources, LP Davenport, IA 6220-02 PG 64-22 

PG 58-22 
PG 58-28 
PG 46-28 

 
Marathon Petroleum Co. 
 

Meredosia, IL 3913-02 SBS PG 76-22* 
SBS PG 70-22* 
SBS PG 70-28* 
SBS PG 64-28* 

PG 64-22 
PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 

 
Marathon Petroleum Co. 
 

Utica, IL 3913-03 SBS PG 76-22* 
SBS PG 70-22* 
SBS PG 70-28* 
SBS PG 64-28* 

PG 64-22 
PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 
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Marathon Petroleum Co. 
 

Mt. Vernon, IN 3913-04 PG 64-22 
PG 58-22 
PG 58-28 

 
Marathon Petroleum Co. 
 

Kuttawa, KY 3913-06 SBS PG 76-22* 
SBS PG 70-22* 

PG 64-22 
PG 58-22 
PG 52-28 

 
SemMaterials, L.P. New Madrid, MO 6215-02 PG 64-22 

 
SemMaterials, L.P. Memphis, TN 6215-05 PG 64-22 

 
SemMaterials, L.P. Pekin, IL 6215-06 PG 64-22 

 
Seneca Petroleum Co. Lemont, IL 1757-05 SBS PG 76-22* 

SBS PG 76-28* 
SBS PG 70-22* 
SBS PG 70-28* 
SBS PG 64-28* 

PG 70-22 
PG 64-22 
PG 64-28 
PG 58-22 
PG 58-28 
PG 52-28 
PG 46-28 
PG 46-34 

 
Seneca Petroleum Co. Peoria, IL 1757-10 PG 64-22 

PG 58-22 
 

Seneca Petroleum Co. Portage, IN 1757-11 PG 64-22 
PG 64-28 

 
 


